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: - 2 Other
o
Sample preparation Solvent(s) Temperature (°C) | Time (min) requirements
Potassium hydroxide Derlvatisation

Extraction with KOH ( 1M)Y 90 12-15 hours with Acetic

anhydride
Extraction with MeOH Methanol 70 60 Ultrasonic bath
Extraction with THF Tetrahydrofuran 40 60
Extraction with DCM Dichloromethane 40 60 Ultrasonic bath
Extraction with MTBE Methyl tert-butyl ether 60 60 Ultrasonic bath
Extraction with Methanol/Acetonitrile .
MeOH/Acetonitrile (1:1) 70 30 Ultrasonic bath
Extraction with Hexane/Dichloroethane 70 60
Hexane/Dichloroethane {1:1)
ASE - Accelerated Acetone/Hexane 100 .
Solvent Extraction (1:1)
ASE - Accelerated
Solvent Extraction EigN e o i
Soxhlet Extraction Aceto?f{ r')e"a”e 5 480
Headspace - 120 45
DIN EN ISO 105-E04 - - Textile to liquor
(2013) Acidic sweat solution 37 60 ratic: 150

7H# % & % (8 %( # & ( Yott &&
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PARAMETER

LIMIT [mg/kg]

A B C

RECOMMENDED

SAMPLE PREPARATION //

TEST METHOD

Non-leather products:

ISO 3071 (2005)

4.0-7.5
pH
Leather products:
1SO 4045 (2008)
3.5-7.5
No unpleasant odor
Odor shall be emitted from | SNV 195 651

the products

Color Fastness Properties

Color fastness to perspiration

Textiles dyed with
disperse or metal
complex dyes:
at least 3 - 4,
the goal is > 4

ISO 105-E04 (2013)

Color fastness to saliva and
perspiration

Fast

(corresponds to level 5
of 5-step grey scale
described in ISO 105-
A02 (1993)

§64 LFGB BVL B 82.10-1

in combination with DIN
53160-1 and -2 (2010)
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LIMIT [mg/kg]

RECOMMENDED

SUBSTANCE = = = SAMPLE PREPARATION //
TEST METHOD
Aldehydes
Textile:
I1SO 14184-1 (2011)
DL
Formaldehyde (CAS 50-00-0) 75 300
(15) Leather:
I1SO 17226-1 (2008) or
ISO 17226-2 (2008)
Usage ban :
Alkylphenols (APs) 10 for each Textile:
Alkylphenol ISO 18254-1 (2016)

and Alkylphenolethoxylates
(APEOs)
listed in Appendix A

100 for each
Alkylphenolethoxylate

Leather:
ISO 18218-1 (2015)

Amines

Aniline (free) (CAS 62-53-3)

Usage ban // DL: 30

Extraction with MeOH //
LC-MS

Arylamines (including corresponding
salts; as substance for example in PU,
and as decomposition product of azo

Textile:

EN ISO 14362-1 (2017)

EN ISO 14362-3 (2017)

(for azo colorants which may

; ; Usage ban release 4-Aminoazobenzene)
colorants which, by reductive cleavage BL: 20
of one or more azo groups, may ’
release one or more of the aromatic Leather:
amines) EN ISO 17234-1 (2015)
listed in Appendix B EN ISO 17234-2 (2011)
(for azo colorants which may
release 4-Aminoazobenzene)
Asbestos Usage ban REM/EDX

listed in Appendix C

not detected

BGI 505-46 or
U.S. EPA/600/R-93/116

Chlorinated Benzenes and
Toluenes

listed in Appendix D

Usage ban
DL: 1.0

Sum of all: 5.0

DIN 54232 (2010)
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SUBSTANCE

LIMIT [mg/kg]

A B C

RECOMMENDED
SAMPLE PREPARATION //
TEST METHOD

Chlorinated Phenols
listed in Appendix E

Usage ban

Monochlorophenols (MonoCP),
all isomers (CAS 25167-80-0)

Sum of all Mono-
and DiCPs:

Dichlorophenols (DiCP), all isomers
(CAS 25167-81-1)

1.0 1.0 1.0

Trichlorophenols (TriCP), all isomers
(CAS 25167-82-2)

Sum of each group of
TriCPs, TeCPs, PCPs:

Tetrachlorophenols (TeCP), salts and
compounds (CAS 25167-83-3)

0.05 0.5 0.5

Pentachlorophenol (PCP), salts, esters
and compounds (CAS 87-86-5)

Extraction with KOH // § 64
LFGB B 82.02-8 (2001) or
DIN EN ISO 17070 (2015)

Colorants Usage ban
Colorants with carcinogenic potential i - 86
listed in Appendix F )
Colorants with allergenic potential
2 : . DL: 20
listed in Appendix G
Colorants banned for other reasons

DL: 20

listed in Appendix H

DIN 54231
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LIMIT [mg/kg] RECOMMENDED
SUBSTANCE SAMPLE PREPARATION //
A B C | TEST METHOD
Dioxins and Furans
Usage ban

listed in Appendix I

Group 1

Sum of group 1:
1.0 [pa/kg]

Group 2

Sum of
group 1 and 2:
5.0 [ng/kg]

Group 3

Sum of
group 1, 2 and 3:
100 [pg/kg]

Group 4

Sum of group 4:
1.0 [pa/kd]

Group 5

Sum of
group 4 and 5;
5.0 [pg/kg]

EPA 8290A

Flame retardants

Usage ban
DL: 5.0

Chlorinated paraffins

ISO 17881-1 (2016) for
brominated flame retardants

3 ) , in leather:

listed in Appendix J i b ISO 17881-2 (2016) for
i phosphorus flame retardants
Traces:

100

Fluorinated Greenhouse Gases Usage ban

) ) ) Headspace GC-MS

listed in Appendix K DL: 0.1
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LIMIT [mg/kg]

RECOMMENDED

SUBSTANCE SAMPLE PREPARATION //
A B C | TEST METHOD
Fluorinated Substances
Perfluorooctane sulfonic acid / U
sage ban
Perfluorooctane sulfonate (PFOS)* CEN/TS 15968 (2014)
1.0 [pg/m?]

(CAS 1763-23-1)

Perfluorocarboxylic acid and salts

Usage ban

PFHxA (CAS 307-24-4)

0.05

PFOA** (CAS 335-67-1)

Usage ban
Traces: 25 [pag/kg]

CEN/TS 15968 (2014)

PFOA-related substances

Several

Heptadecafluoro-1-iodooctane**
(CAS 507-63-1)

1H,1H,2H,2H-
Perfluorodecyliodide**
(CAS 2043-53-0)

8:2 FTOH, Perfluorooctylethanol**

(CAS 678-39-7)

Perfluorooctylethene**
(CAS 21652-58-4)

Perfluorooctylethyl acrylate or
methacrylate**

Usage ban //
Traces: 1000 [pg/kg]
(for the sum of PFOA-

related substances)

CEN/TS 15968 (2014)

Extraction with MTBE //
GC-MS

ASE with Ethyl acetate //
GC-MS or LC-MS

Extraction with MTBE //
GC-MS

*Ban on long-chain compounds in manufacturing based on long-chain electroflucrination chemistry (C6 and higher).

**Phase-out of long-chain compounds in manufacturing based on leng-chain telemer chemistry (C8 and higher) until end

of 2014.
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LIMIT [mg/kg] | RECOMMENDED
SUBSTANCE SAMPLE PREPARATION //
- B C | TEST METHOD

Glycols

Bis(2-methoxyethyl)-ether
(CAS 111-96-6)

2-Ethoxyethanol
(CAS 110-80-5)

2-Ethoxyethyl acetate
(CAS 111-15-9) Textile:

Ethylene glycol dimethyl ether Extraction with MeOH //

(CAS 110-71-4) GC-MS
2-Methoxyethanol Usage ban )

2-Step extraction with THF

2-Methoxyethylacetate and MeOH // GC-MS

(CAS 110-49-6)

2-Methoxy-1-propanol
(CAS 1589-47-5)

2-Methoxypropylacetate
(CAS 70657-70-4)

Triethylene glycol dimethyl ether
(CAS 112-49-2)

Halogenated Biphenyls, Usage ban
halogenated Terphenyls, DL:

25120 o
halogenated Naphthalenes ISO 17881-1 (2016)
listed in Appendix L DL: 5.0 (PBBs)
Halogenated Diarylalkanes Usage ban Extraction following IEC
listed in Appendix M DL: 1.0 62321-6 (2015) // GC-MS
Isocyanates Free content EN 13130-8 (2004)

listed in Appendix N Sum of all: 1.0
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HEAVY METALS (EXTRACTABLE CONTENT)

METAL

LIMIT [mg/kg]

A B C

RECOMMENDED
SAMPLE PREPARATION //
TEST METHOD

Antimony (Sb)
(CAS 7440-36-0)

Textiles and leather

5 10 10

Textiles: DIN EN 16711-2
(2016) (acidic sweat solution)
Leather: ISO 17072-1 (2011)
(acidic sweat solution)

Metal parts and non-metal
parts other than textiles and
leather

60

EN 71-3 (2013) (acidic solution
simulating gastric juices) //
ISO 17294-2 (2016) or DIN EN
ISO 11885 (2009)

Arsenic (As)

Usage ban

Textiles and others:
DIN EN 16711-2 (2016) (acidic
sweat solution)

Traces:
CAS 7440-38-2
( ) 0.2 Leather:
ISO 17072-1 (2011) (acidic
sweat solution)
Usage ban

Cadmium (Cd)
(CAS 7440-43-9)

Non-metal parts (textiles,
leather and others)
Traces:

0.1

Textiles and others: DIN EN
16711-2 (2016) (acidic sweat
solution)

Leather: ISO 17072-1 (2011)
(acidic sweat solution)
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LIMIT [mg/kg]

RECOMMENDED

METAL SAMPLE PREPARATION //
A 8 C TEST METHOD
Textiles
0.5

Chromium (Cr)
(CAS 7440-47-3)

For textiles dyed with
chromium containing metal
complex dyes:

1.0 2.0 2.0

DIN EN 16711-2 (2016) (acidic
sweat solution)

Non-metal parts other than
textiles and leather:

60

If products are covered with
a metal layer, including a
chromium layer, coating

must be constantly in good

condition

EN 71-3 (2013) (acidic solution
simulating gastric juices) //
ISO 17294-2 (2016) or DIN EN
ISO 11885 (2009)

Leather:
no regulation

Chromium (VI)
(CAS 18540-29-9)

Usage ban

Metal parts and non-metal
parts others than leather:

EN ISO 17075-1 or -2 (2017)

DL: 0.5
Leather: DIN EN ISO 4044 (2017) // EN

ISO 17075-1 (2017-) or EN
DL: 3.0 ISO 17075-2 (2017-05)

Cobalt (Co)
(CAS 7440-48-4)

Textiles and leather:

1.0

For textiles and leather dyed
with cobalt containing metal
complex dyes:

1.0 4.0 4.0

Metal parts and non-metal
parts others than textiles
and leather:

1.0 4.0 4.0

Textiles and others: DIN EN
16711-2 (2016) (acidic sweat
solution)

Leather: ISO 17072-1 (2011)
(acidic sweat solution)
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METAL

LIMIT [mg/kg]

A B C

RECOMMENDED
SAMPLE PREPARATION //
TEST METHOD

Copper (Cu)
(CAS 7440-50-8)

For textiles and leather
(including metal complex
dyed materials)

25 50 50

Textiles and others: DIN EN
16711-2 (2016) (acidic sweat
solution)

Leather: ISO 17072-1 (2011)
(acidic sweat solution)

Non-metal parts others than
textiles and leather:

No regulation

Usage ban

Textiles and others: DIN EN

Lead (Pb Textiles, plastics and leather =
(E:S (743?9_92_1) Fisicais 16711-2 (2016) (acidic sweat
solution)
Leather: ISO 17072-1 (2011)
0.2 1.0 i.0 (acidic sweat solution)
Usage ban

Mercury (Hg)
(CAS 7439-97-6)

Non-metal parts

Textiles and others: DIN EN
16711-2 (2016) (acidic sweat
solution)

i F s
?Eezs Leather: ISO 17072-1 (2011)
: (acidic sweat solution)
Metal parts:
EN 71-3 (2013) (acidic solution
] simulating gastric juices) //
T’asc{;“‘s' ISO 12846 (2012)

Nickel (Ni)
(CAS 7440-02-0)

Textiles and leather:

1.0

For textiles and leather dyed
with nickel containing metal
complex dyes:

1.0 4.0 4.0

Textiles and others: DIN EN
16711-2 (2016) (acidic sweat
solution)

Leather: ISO 17072-1 (2011)
(acidic sweat solution)

Metal parts and non-metal
parts others than textiles
and leather:

Usage ban for A and B
0.5 [pg/cm2/week]

Release
EN 12472 (2005)+A1(2009) //
EN 1811 (2011)+A1(2015)
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HEAVY METALS (TOTAL CONTENT)

LIMIT [mg/kg] RECOMMENDED
METAL SAMPLE PREPARATION //
A B C TEST METHOD
Usage ban

Non-metal parts (textiles, | Textiles and others: DIN EN
leather and others) 16711-1 (2016) (total content)
Leather: ISO 17072-2 (2011)

Total Cadmium (Cd) (total content)

Traces: 40

Metal parts
DIN EN 16711-1 (2016) (total
content)

Traces: 40

Usage ban

Textiles and others: DIN EN
16711-1 (2016) (total content)
Leather: ISO 17072-2 (2011)

(total content)

Textiles, plastics and leather

Traces: 40
Total Lead (Pb)

Metal parts DIN EN 16711-1 (2016) (total

content)

Traces: 90
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LIMIT [mg/kg]

RECOMMENDED

SUBSTANCE SAMPLE PREPARATION //
A B C TEST METHOD

Monomers

Textile:

Extraction with MeOH //

Usage ban 2
Acrylamide (CAS 79-06-1) . el
1.0 Plastic:

2-Step extraction with THF

and MeOH // LC-MS
Other Chemical Substances

Extraction with MeOH //
Acetophenone (CAS 98-86-2) 20

GC-MS

Bisphenol A (CAS 80-05-7)

Usage ban for textile
finishing
DL: 1.0
Accessories: 50

Extraction with MeOH //
ISO 18857-2 (2009)

Cresol, all isomers
(CAS 1319-77-3)

m-Cresol (CAS 108-39-4)

o-Cresol (CAS 95-48-7)

p-Cresol (CAS 106-44-5)

Usage ban
DL:10

Extraction with KOH // § 64
LFGB B 82.02-8 (2001) or
DIN EN ISO 17070 (2015)

Dimethylfumarate (CAS 624-49-7)

Usage ban

ISO/TS 16186 (2012) //

DL: 0.1 GC-MS
Usage ban Extraction with MeOH* //
Formamide (CAS 75-12-7) GC-MsS | _
50 50 100 (*‘;(uzt::)samp!es into small pieces

Isoquinoline (CAS 119-65-3)

Usage ban // Traces: 50

Valid from July 2021

Extraction with MeOH or THF
// LC-MS/MS or LC-DAD

For textiles: Extraction with KOH // § 64
LFGB B 82.02-8 (2001) or
50 50 50 DIN EN ISO 17070 (2015)
o-Phenylphenol (CAS 90-43-7)
For leather:
ISO 13365 (2011)
50 100 200
Extraction with MeOH // GC-
Phenol (CAS 108-95-2) 10 50 100 MS or LC-MS
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LIMIT [mg/kg] RECOMMENDED

SUBSTANCE SAMPLE PREPARATION //
A B c TEST METHOD
Extraction with MeOH //
2-Phenyl-2-propanol (CAS 617-94-7) 1.0 10 10
GC-MS
= Extraction with Methanol or
| CAS 91-22-5 50
Quinckine { ) THF // LC-MS/MS or LC-DAD
Usage ban
Ozone Depleting Substances for direct use in Headspace GC-MS
listed in Appendix O manufacturing of articles
DL: 0.1
o Usage ban ASE or Soxhlet Extraction

Pesticides . )
it 5 i 0.5 applies to with Acetone/Hexane //
SRR I Appracix sum of pesticides GC-MS or LC-MC
Plasticizers Usage ban
: = : ISO 14389 (2014)
listed in Appendix Q 50

Usage ban

Sum of all PAHs:

10 EPA 8310
Polyaromatic Hydrocarbons EPA 8270D
(PAHs) Benzo(a)pyrene: EPA 8275A
0.2

Listed in Appendix R

PAHs marked with (*): | AfPS GS 2014:01

0.5 1.0 1.0
Polymers
Usage ban for i ;
Polyvinyl chloride (PVC) g Beilstein test* // FTIR
AandB *FTIR measurement only if result of

(S Not detected Beilstein test was positive
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SUBSTANCE SAMPLE PREPARATION //
A B c TEST METHOD
Solvents
Usage ban
Benzene (CAS 71-43-2) VDA 278 (2011)
D= 5:0
) Usage ban
1,2-Dichloroethane (CAS 107-06-2) e Headspace GC-MS
: Usage ban
Dichloromethane (CAS 75-09-2) i Headspace GC-MS
Usage ban
N-Ethyl-2-pyrrolidone (NEP .
e (MEF) Traces: CEN ISO/TS 16189 (2013)
(CAS 2687-91-4)
10 ‘ 10 | 100
Usage ban
N-Methylpyrrolidone (NMP) Traces:
CEN ISO/TS 16189 (2013
(CAS 872-50-4) 4 ( )
10 10 100

Usage ban with
exception of fiber
manufacturing
DL: 5.0
Limits for fiber CEN ISO/TS 16189 (2013)
manufacturing (residual
fiber solvent):

N,N-Dimethylacetamide (DMACc)
(CAS 127-19-5)

10 50 20

Usage ban with
exception of solvent
coating, laminating,
fiber manufacturing

N,N-Dimethylformamide (DMF) DL: 5.0
(CAS 68-12-2) For solvent coating,

laminating,fiber
manufacturing :

CEN ISO/TS 16189 (2013)

50

Tetrachloroethylene
Usage ban
(Perchloroethylene) Headspace GC-MS

DL: 1.0
(CAS 127-18-4)
Toluene
H -M
(CAS 108-88-3) 10 50 50 eadspace GC-MS
- Usage ban
Trichloroethylene (CAS 79-01-6) Headspace GC-MS

DL: 5.0
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SUBSTANCE

LIMIT [mg/kg]

A

B

&

RECOMMENDED
SAMPLE PREPARATION //
TEST METHOD

Xylene, all isomers
(CAS 1330-20-7)

Usage ban in textile

finishing
DL:1.0

m-Xylene (CAS 108-38-3)

o-Xylene (CAS 95-47-6)

p-Xylene (CAS 106-42-3)

Non-textile articles

Traces:
1.0

Headspace GC-MS
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LIMIT [mg/kg] RECOMMENDED
SUBSTANCE SAMPLE PREPARATION //
A B C | TEST METHOD
Tin organic compounds Usage ban
Monomethyltin compounds (MMT) 2.0
Monobutyltin compounds (MBT) 1.0
Monophenyltin compounds (MPhT) 1.0
Monooctyltin compounds (MOT) 2.0
Dimethyltin compounds (DMT) DL:0.5
Dipropyltin compounds (DPT) 1.0
Dibutyltin compounds (DBT) 1.0
Diphenyltin compounds (DPhT) 2.0
Dioctyltin compounds (DOT) 1.0 ISO/TS 16179 (2012)
Trimethyltin compounds (TMT) DL:0.5
Tripropyltin compounds (TPT) DL:0.5
Tributyltin compounds (TBT) DL:0.5
Triphenyltin compounds (TPhT) DL:0.5
Trioctyltin compounds (TOT) D1:0.5
Tetraethyltin compounds (TeET) 1.0
Tetrabutyltin compounds (TTBT) DL:0.5
Tetraoctyltin compounds (TTOT) DL:0.5
Tricyclohexyltin compounds (TCyHT) DL:0.5
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LIMIT [mg/kg] RECOMMENDED
SUBSTANCE SAMPLE PREPARATION //
A B C TEST METHOD
UV stabilizers Usage ban
Uv-320
2-benzotriazol-2-yl-4,6-di-tert-
butylphenol
(CAS 3846-71-7)
uv-327
2,4-di-tert-butyl-6-(5-
chlorobenzotriazol-2-yl)phenol Extraction with
(CAS 3864-99-1) Traces: Hexane/Dichloroethane //
UV-328 1000 GC-MS

2-(2H-benzotriazol-2-yl)-4,6-
bis(1,1-dimethylpropyl)phenol
(CAS 25973-55-1)

uv-350
2-(2H-Benzotriazol-2-yl)-4-(tert-
butyl)-6-(sec-butyl)phenol

(CAS 36437-37-3)
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993))

Appendix A: Alkylphenols and Alkylphenolethoxylates CAS - No.
Nonylphenol (NP) several
Octylphenol (OP) several
Nonylphenolethoxylate (EO)s-20 several
Octylphenolethoxylate (EO)3-20 several

Appendix B: Arylamines (and corresponding salts) CAS - No.
p-Aminoazobenzene 60-09-3
o-Aminoazotoluene 97-56-3
4-Aminobiphenyl 92-67-1
2-Amino-4-nitrotoluene 99-55-8
2-Anisidine 90-04-0
Benzidine 92-87-5
4-Chloroaniline 106-47-8
4-Chlor-2-toluidine 95-69-2
4-Chloro-o-toluidinium chloride 3165-93-3
p-Cresidine 120-71-8
2,4-Diaminoanisole 615-05-4
4,4'-Diaminodiphenylmethane 101-77-9
2,4-Diaminotoluene 95-80-7
3,3'-Dichlorobenzidine 91-94-1
3,3"-Dimethoxybenzidine 119-90-4
3,3'-Dimethylbenzidine 119-93-7
3,3'-Dimethyl-4,4'-diaminodiphenylmethane 838-88-0
4-Methoxy-m-phenylene diammonium sulphate; 2,4-diaminoanisole 39156-41-7
sulphate
4,4’-Methylenebis-(2-chloraniline) 101-14-4
2-Naphthylamine 91-59-8
2-Naphthylammoniumacetate 553-00-4
4,4’-Oxydianiline 101-80-4
4,4"-Thiodianiline 139-65-1
o-Toluidine 95-53-4
2,4,5-Trimethylaniline 137-17-7
2,4,5-Trimethylaniline hydrochloride 21436-97-5
2,4-Xylidine 95-68-1
2,6-Xylidine 87-62-7

Appendix C: Asbestos CAS - No.
Actinolite 77536-66-4
Amosite 12172-73-5
Anthophyllite 77536-67-5
Chrysotile 12001-29-5
Crocidolite 12001-28-4
Tremolite 77536-68-6
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Appendix D: Chlorinated Benzenes and Toluenes CAS - No.
Monochlorobenzene 108-90-7
Dichlorobenzenes, all isomers Several

1,2-Dichlorobenzene 95-50-1
1,3-Dichlorobenzene 541-73-1
1,4-Dichlorobenzene 106-46-7
Trichlorobenzenes, all isomers Several
1,2,3-Trichlorobenzene 87-61-6
1,2,4-Trichlorobenzene 120-82-1
1,3,5-Trichlorobenzene 108-70-3
Tetrachlorobenzenes, all isomers Several
1,2,3,4-Tetrachlorobenzene 634-66-2
1,2,3,5-Tetrachlorobenzene 634-90-2
1,2,4,5-Tetrachlorobenzene 95-94-3
Pentachlorobenzene 608-93-5
Hexachlorobenzene 118-74-1
Monochlorotoluenes, all isomers Several
2-Chlorotoluene 95-49-8
3-Chlorotoluene 108-41-8
4-Chlorotoluene 106-43-4
a-Chlorotoluene 100-44-7
Dichlorotoluenes, all isomers Several
2,3-Dichlorotoluene 32768-54-0
2,4-Dichlorotoluene 95-73-8
2,5-Dichlorotoluene 19398-61-9
2,6-Dichlorotoluene 118-69-4
3,4-Dichlorotoluene 95-75-0
3,5-Dichlorotoluene 25186-47-4
Trichlorotoluenes, all isomers Several
2,3,4-Trichlorotoluene 7359-72-0
2,3,6-Trichlorotoluene 2077-46-5
2,4,5-Trichlorotoluene 6639-30-1
2,4,6-Trichlorotoluene 23749-65-7
3,4,5-Trichlorotoluene 21472-86-6
a,a,a-Trichlorotoluene 98-07-7
Tetrachlorotoluenes, all isomers Several
2,3,4,5-Tetrachlorotoluene 76057-12-0
2,3,5,6-Tetrachlorotoluene 29733-70-8
2,3,4,6-Tetrachlorotoluene 875-40-1
a,a,a,4-Tetrachlorotoluene 5216-25-1
Pentachlorotoluene 877-11-2
Chlorotoluene, unspecific mixture 25168-05-2

Appendix E: Chlorinated Phenols CAS - No.

Monochlorophenols 25167-80-0
2-Chlorophenol 95-57-8
3-Chlorophenol 108-43-0
4-Chlorophenol 106-48-9

Dichlorophenols 25167-81-1
2,3-Dichlorophenal 576-24-9
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Appendix E: Chlorinated Phenols (continued) CAS - No.
2,4-Dichlorophenol 120-83-2
2,5-Dichlorophenol 583-78-8
2,6-Dichlorophenol 87-65-0
3,4-Dichlorophenol 95-77-2
3,5-Dichlorophenol 591-35-5

Trichlorophenols 25167-82-2
2,3,4-Trichlorophenol 15950-66-0
2,3,5-Trichiorophenol 933-78-8
2,3,6-Trichlorophenol 933-75-5
2,4,5-Trichlorophenol 95-95-4
2,4,6-Trichlorophenol 88-06-2
3,4,5-Trichlorophenol 609-19-8

Tetrachlorophenols 25167-83-3
2,3,4,5-Tetrachlorophenol 4901-51-3
2,3,4,6-Tetrachlorophenol 58-90-2
2,3,5,6-Tetrachlorophenol 935-95-5

Pentachlorophenols 87-86-5

Appendix F: Colorants with carcinogenic potential CAS - No.

Acid Red 26 3761-53-3

Acid Red 114 6459-94-5

Basic Green 4 Several
Malachit green 10309-95-2
Malachit green chloride 569-64-2
Malachit green oxalate 2437-29-8

Basic Red 9 569-61-9

Basic Violet 14 632-99-5

Direct Black 38 1937-37-7

Direct Blue 6 2602-46-2

Direct Blue 15 2429-74-5

Direct Brown 95 16071-86-6

Direct Red 28 573-58-0

Disperse Blue 1 2475-45-8

Disperse Orange 11 82-28-0

Disperse Yellow 3 2832-40-8

Pigment Black 25 68186-89-0

Pigment Yellow 34 1344-37-2

Pigment Yellow 157 68610-24-2

Pigment Red 104 12656-85-8

Appendix G: Colorants with allergenic potential CAS - No.

Disperse Blue 3 2475-46-9

Disperse Blue 7 3179-90-6

Disperse Blue 26 3860-63-7

: 12222-75-2

Disperse Blue 35 56524-77-7

Disperse Blue 102 12222-97-8

Disperse Blue 106 12223-01-7
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Appendix G: Colorants with allergenic potential (continued) CAS - No.
Disperse Blue 124 61951-51-7
Disperse Brown 1 23355-64-8
Disperse Orange 1 2581-69-3
Disperse Orange 3 730-40-5

12223-33-5
Disperse Orange 37/59/76 13301-61-6

51811-42-8
Disperse Red 1 2872-52-8
Disperse Red 11 2872-48-2
Disperse Red 17 3179-89-3
Disperse Yellow 1 119-15-3
Disperse Yellow 9 6373-73-5
Disperse Yellow 39 12236-29-2
Disperse Yellow 49 54824-37-2

Appendix H: Colorants banned for other reasons CAS - No.

Basic Blue 26 2580-56-5
548-62-9
Basic Violet 3 603-48-5
14426-25-6
Direct Yellow 1 6472-91-9
Disperse Yellow 23 6250-23-3
Disperse Orange 149 85136-74-9
EC-Number:
Navy Blue 405-665-4
A mixture of: disodium (6-(4-anisidino)-3- sulfonato-2-(3,5-dinitro-2-oxidophenylazo)- | Component 1:
1- naphtholato)(1-(5-chloro-2-oxidophenylazo)-2- naphtholato)chromate(1-),trisodium 118685-33-9

bis(6-(4-anisidino)-3-sulfonato-2-(3,5- dinitro-2-oxidophenylazo)-1-
naphthelato)chromate(1-) Component 1: CAS-No: 118685-33-9
C39H23CICrN7012S.2Na | Component 2: C46H30CrN1002052.3Na

Component 2:
Not allocated

Appendix I: Dioxins and Furans CAS - No.
Group 1: Several
2,3,7,8-Tetrachlorodibenzo-p-dioxin 1746-01-6
1,2,3,7,8-Pentachlorodibenzo-p-dioxin 40321-76-4
2,3,7,8-Tetrachlorodibenzofuran 51207-31-9
2,3,4,7,8-Pentachlorodibenzofuran 57117-31-4
Group 2: Several
1,2,3,4,7,8-Hexachlorodibenzo-p-dioxin 39227-28-6
1,2,3,6,7,8-Hexachlorodibenzo-p-dioxin 57653-85-7
1,2,3,7,8,9-Hexachlorodibenzo-p-dioxin 19408-74-3
1,2,3,7,8-Pentachlorodibenzofuran 57117-41-6
1,2,3,4,7,8-Hexachlorodibenzofuran 70648-26-9
1,2,3,6,7,8-Hexachlorodibenzofuran 57117-44-9
1,2,3,7,8,9-Hexachlorodibenzofuran 72918-21-9
2,3,4,6,7,8-Hexachlorodibenzofuran 60851-34-5
Group 3: Several
1,2,3,4,6,7,8-Heptachlorodibenzo-p-dioxin 35822-46-9
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Appendix J: Flame retardants CAS - No.
2,2-Bis(bromomethyl)-1,3-propanediol 3296-90-0
Bis(2,3-dibromopropyl)phosphate 5412-25-9
Chlorinated paraffins, all chain lengths Several

Paraffin wax, chlorinated 63449-39-8
Paraffin, Ci0-Ci3, chlorinated (SCCP) 85535-84-8
Paraffin, C14-C17, chlorinated (MCCP) 85535-85-9
Paraffin, Cis-Czs, chlorinated (LCCP) 85535-86-0
25637-99-4
3194-55-6
Hexabromocyclododecan 134237-50-6
134237-51-7
134237-52-8
Polybrominated diphenyl ethers (PBDE) Several
Tetrabromodiphenyl ether (TetraBDE) 40088-47-9
Pentabromodiphenyl ether (PentaBDE) 32534-81-9
Hexabromodiphenyl ether (HexaBDE) 36483-60-0
Heptabromodiphenyl ether (HeptaBDE) 68928-80-3
Octabromodiphenyl ether (OctaBDE) 32536-52-0
Nonabromodiphenyl ether (NonaBDE) 63936-56-1
Decabromodiphenyl ether (DecaBDE) 1163-19-5
Tetrabromobisphenol A 79-94-7
Tetrabromobisphenol A bis(2,3-dibromopropylether) 21850-44-2
Tri(azirldin—l—yl)phosph!ne oxide (TEPA) 545-55-1
Triethylenephosphoramide
Trimethyl phosphate 512-56-1
Tri-o-cresyl phosphate 78-30-8
Tris(2-chloroethyl) phosphate (TCEP) 115-96-8
Tris-(2-chloro-1-methylethyl)phosphate (TCPP) 13674-84-5
Tris-[2-chloro-1-(chloromethyl)ethyl]phosphate (TDCP) 13674-87-8
Tris(2,3-dibromopropyl)phosphate (TRIS) 126-72-7
Trixylyl phosphate 25155-23-1































